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CERTIFICATE OF ANALYSIS

Invoice No: 20255510LA-2 Invoice Date: 08-Apr-25
Contract No:  2024/01/02 Contract Date: 01.02.2024
Product name: POLYPROPYLENE
Grade: PPH-TO3
Lot No.: 2025040908207
Hs Code: 3902100090
No. Items Test Method Unit Typlear
Value
1 Melting Flow Rate [MFR}) GB/T 3682.1-2018 g/10min 299
Tensile Strength at Yield (oy) MPa 32.20
2 Tenclie Tensile Stress at Break (oB) GB/T 1040.2-2006 MPa 26.30
- property
MNominal Tensile Strain at Break (e o 430.00
tB)
3 Yellow Index (Y1) HG/T 3862-2006 - -5.00

Note: The values listed above are typical values for reference purpose only and shall not be construed as specifications.

Inspected by Carol




